April 21, 2008
POZZOLAN SOURCES

Specification Reference: 901.02, 901.03, and SM Producer/Supplier Type: Pozzolan for
901.04 Portland Cement Concrete
SM Material Codes: 901M00110 to 901M00140

Only sources listed below will be permitted in PCC. The use of pozzolan as a
partial cement substitute shall be in accordance with the Standard Specifications.

Mat. Source Manufacturer Approval
Code Code Location/Product Number Comments
SM Material Code 901M00110 FLY ASH CLASS C
0511 0218 AMEREN ENERGY FUELS AND SERVICES-- - - ———— ==~ W028150 AVERAGE SPECIFIC
NEWTON POWER STATION GRAVITY - 2.25
0511 0207 HEADWATERS RESOURCES, INC.-————— == W028151 AVERAGE SPECIFIC
SCHAHFER UNIT 15, WHEATFIELD, IN GRAVITY - 2.59
0511 0221 HEADWATERS RESOURCES, INC.-————— == W028152 AVERAGE SPECIFIC
DYNEGY, BALDWIN POWER PLANT GRAVITY - 2.66
0511 0222 HEADWATERS RESOURCES, INC.-————— == W028154 AVERAGE SPECIFIC
BAY SHORE POWER PLANT GRAVITY - 2.58
0511 0225 HEADWATERS RESOURCES, INC.-————— === W058151 AVERAGE SPECIFIC
HENNEPIN POWER STATION GRAVITY — 2.35
0511 0227 HEADWATERS RESOURCES, INC.-—————==—— o~ W078150 AVERAGE SPECIFIC
EDWARDS POWER PLANT, BARTONVILLE, IL GRAVITY — 2.65
0511 0228 HEADWATERS RESOURCES, INC.-————— == W078151 AVERAGE SPECIFIC
VERMILLION POWER PLANT, OAKWOOD, IL GRAVITY — 2.64
0511 0230 HEADWATERS RESOURCES, INC.--~-—-———— - W088150 AVERAGE SPECIFIC
JH CAMPBELL POWER PLANT, WEST OLIVE, Ml GRAVITY — 2.65
0511 0219 HOLCEM, INC——mmm oo oo oo W028155  AVERAGE SPECIFIC
MILLER PLANT OF ALABAMA POWER GRAVITY - 2.66
0511 0206 LAFARGE NORTH AMERICA-~——-——— - W028157 AVERAGE SPECIFIC
WILL COUNTY UNITS 3 AND 4, ROMEOVILLE, IL GRAVITY - 2.49
0511 0205 LAFARGE NORTH AMERICA-~——-——— - W028163 AVERAGE SPECIFIC
JOLIET STATION UNITS 7 AND 8, JOLIET, IL GRAVITY - 2.46
0511 0226 LAFARGE NORTH AMERICA-~——-——— - W068157 AVERAGE SPECIFIC
OAK CREEK POWER PLANT, OAK CREEK, WI GRAVITY - 2.70
0511 0216 MINERAL RESOURCE TECHNOLOGIES--- - - - ——————————— W028159 AVERAGE SPECIFIC
JOPPA POWER GENERATION STATION, JOPPA, 1L GRAVITY - 2.70
SM Material Code: 901M00120 FLY ASH CLASS F
0512 0209 FLY ASH DIRECT—m o m oo oo W038152  AVERAGE SPECIFIC
MIAMI FORT UNIT #8, NORTH BEND OH GRAVITY - 2.21
0512 0209 FLY ASH DIRECT—— o m oo oo W038153  AVERAGE SPECIFIC
ZIMMER POWER STATION, MOSCOW OH GRAVITY - 2.64
0512 0209 FLY ASH DIRECT—m o m oo oo W028161  AVERAGE SPECIFIC
MIAMI FORT UNIT 7, NORTH BEND, OH GRAVITY - 2.22
0512 0217 FLY ASH DIRECT ———m oo W028164  AVERAGE SPECIFIC
ELMER SMITH STATION, OWENSBORO, KY GRAVITY - 2.52
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0512 0223 FLY ASH DIRECT ———m e W078164  AVERAGE SPECIFIC
CLIFTY CREEK POWER PLANT, MADISON, IN GRAVITY — 2.63
0512 0211 MINERAL RESOURCE TECHNOLOGIES, INC-——————————— o ——— W028160 AVERAGE SPECIFIC
PETERSBURG POWER PLANT, PETERSBURG, IN GRAVITY - 2.55
0512 0229 MINERAL RESOURCE TECHNOLOGIES, INC-—————————— o ——— W088160 AVERAGE SPECIFIC
MILL CREEK POWER PLANT, LOUISVILLE, KY GRAVITY - 2.46
SM Material Code: 901M00140 SILICA FUME
0551 8273 AXIM CONCRETE TECHNOLOGIES-----————————— e W028167
CATEXOL SF-D
0551 0214 ELKEM MATERIALS, INC————mm oo oo W028168
EMS 970 DA
0551 0214 ELKEM MATERIALS, INC————mm oo oo W028169
EMS 970 S
0551 8268 EUCLID CHEMICAL CO.——mm—mm e W078039

EUCON MSA - ELKEM MATERIALS, INC., ALLOY, WV

0551 8265 MASTER BUILDERS, INCo————mmmmmmmmmmmmmmmmmm W028170
RHEOMAC SF 100

0551 8265 MASTER BUILDERS, INC————mmm oo oo oo W028171
RHEOMAC SF 110

0551 8272  RUSSTECH ADMIXTURES === = oo oo oo W028172
RUSSTECH CSF

0551 9514  SIKA CORP—— = m—mm oo oo W028173
SIKACRETE 950

0551 8266 W. R. GRACE AND CO-————mmmmmmm oo oo W028190
FORCE 10000

SM Material Code: 901M00130 GROUND GRANULATED BLAST FURNACE SLAG

0561 0002 BUZZI UNICEM USA SALES CO-—-——————mmmmmmmmmmmmmmmmmmo W038151  AVERAGE SPECIFIC
AUCEM, GRADE 120 GRAVITY — 2.91

0561 0215 HOLCEM, INC-—————mm oo mmm oo W028165  AVERAGE SPECIFIC
CHICAGO, IL GRAVITY - 2.77

0561 0009 LAFARGE NORTH AMERICA———————mmmm o mmmm oo W048150  AVERAGE SPECIFIC
JOPPP, IL GRINDING FACILITY, GRAVITY — 2.91

ISPAT INLAND HARBOR WORKS PLANT
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0561 0224 LAFARGE NORTH AMERICA-— - ———— == — e~ W038150 AVERAGE SPECIFIC
SOUTH CHICAGO GRINDING FACILITY, GRAVITY — 2.91

ISPAT INLAND HARBOR WORKS PLANT
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